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i CONSULTING ANALYTICAL SERVICES INTERNATIONAL

. 2804 EAST BATTLEFIELD, SPRINGFIELD, MISSOURI 65804, 417-882-1017, 1018

CERTIFICATE OF ANALYSIS

Date Ayqust 14, 19 85

Name Nunan ? Mezlterbrand
Address Poute, 2. Box 184
City Marshfield, ‘State Missouri 65706
SAMPLE
DATE - pMﬁzEESi'ﬂiR?z“eo RESULTS
2-1-700 Film A, Unnrocessed
Silver, total . . 9150 ppm
Silver, troy oz/ton . - 266 0z
n-1-00 Fitm B, Processed with rinse
~Silver, total . , 136.1 ppom
S .Film €, Processed with extra rinse . :
S1lver, total 50.0 ppm
R S 1 <olution D, Vater caina to sewer
Silver, total 0.9S mq/]
st Solution F : '
HHiver, totel LRI ol
| .
500048637

SUPERFUND RECORDS

The above analyses were performed in accordance with accepted protocols as prescribed in:
{7 Standard Methods for the Examination of Water and Wastewater

i, - il
I, .fp EPA Methods for Chemical Analysis of Water and Wastes " fi’: 'I:-v_ _J_" R : __/I
" ¢ EPA Sampiing and Analysis Procedures for Screening Industrial Efftuents for Priority Poliutants
Y3 ASTM Standards SEP 9 1985
Y1 AOAC Official Methods of Analysis
Yt FDA Bacteriological Analytical Manual naSiE A Gl

Yy EPA Test Methods for Evaluating Solid Waste — Physical/Chemical Methods
77 EPA Methods of Organic Analysis

This report is confidential and intended solely for the private use of the person and/or company named above. In no case may it be used
for advertising without prior written permission from CAS International,
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